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   OVERALL RATING   
      
   PASS   
   FAIL   
   DATA X  
      
 
Vendor: JIANGYIN SHENFEI KNITTING 

CO LTD 
Agent: / 

Fabric Supplier/Mill: / Factory/Manufactur
er: 

/ 

P.O. No.: / Style No.: / 
Sample Description: 4 PCS OF FABRIC Style Description: / 
Color: A: 10 

B: 20 
C: 70 
D: 83 

Country of Origin: / 

Claimed Fabric Weight: / Claimed Fabric 
Count: 

/ 

Yarn Size: / Submitted Size: / 
Size Range: / FPU No.: / 
GPU No.: / End Use: / 
 
Product Category: / 
Test Requested: / 
Previous Report No.: / 
 
Submitted Fiber Content: / 
Actual Fiber Content: / 
Suggested Fiber Content: / 
Submitted Care 
Instruction(s): 

/ 

Client Expected Care 
Instruction: 

/ 

Suggested Care 
Instruction(s): 

/ 
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C/N SM JY/SALLY/VH 

 
 

TEST PROPERTY PASS FAIL DATA COMMENTS 
pH VALUE OF TEXTILES: ISO 3071   X  
 
Remark: BVCPS (JiangSu) contact information for this report 
General Information: 
Tyler Xue      Tel: 0510-86938200, Email: nan.xue@cn.bureauveritas.com  
Kevin Liu      Tel: 0510-86930052, Email: kevin.liu@cn.bureauveritas.com 
Technical Questions: 
Lynn Yu       Tel: 0510-86930372, Email: lynn.yu@cn.bureauveritas.com  
Bill Cai        Tel: 0510-68829180, Email: bill.cai@cn.bureauveritas.com  
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C/N SM JY/SALLY/VH 

 
TEST RESULTS 

TEST PROPERTY  REQUIREMENTS 
 
pH VALUE OF TEXTILES: ISO 3071(ISO 3071: 2005)  
 A B  
pH VALUE 6.0 6.1 / 
 C D  
pH VALUE 6.3 6.4 / 
 

 


